CONTEMPORARY
ELEGANCE

FLAT TILE

APPROVED
NOA PENDING

Imperio Terracota Imperio San Cristobal Imperio Negro Baquelita
TPIN-1001 TPIE-2006 TPIEM-4003

Physical Data

Ridge 126 Hip Starter

. . _ For centuries, architects and builders have chosen the clay tile for its
Avg. thickness 0.39in Average thickness ' Average thickness beauty, character, personality and sense of permanence; they have
Avg. lenght 18.93in Average total length 12.601in Average total length used it as an indispensable element.

Avg. width 9.88in Average full width Average full width Today, the use of clay tiles continues to be valued and appreciated,
Avg. lenght exposed 15.43in Average exposed length 11.221in Average exposed length 11.22in not only for its aesthetic impact, but also for being a construction
Avg. width exposed 905in Average pieces per linear meter | 3.5 pieces Water absorption once sealed material with incomparab|e thermal and acoustic advantages; in
Avg. weight per piece 70316 Water absorption once sealed Average modulus of rupture |175.6 kgf addition to proven resistance and dura'tion. El Aguila employs 21'st
Avg. weight per square 787.36 b Average modulus of rupture 175.6 kgf Average welght per piece centu.ry technology to m.:-.lnufactur.e. tII?S of grt?at beauty, wh!le Phone: (954) 613-4274
Biiel piotis Par BeiiE 112 pieces Aweeage Weioht pst Diace meeting the most demanding specifications required for a clay tile ; _ | 8115 NW 74th Ave.

f.
Water absortion when sealed 5% Average weight per linear meter | 17.88 |b 100 . < 8 Medle)i, FL'|33162t 3
- www.elaguilarooftiles.com
Transverse Breaking Strengh 660 Ibs. Avg. The combination of innovative technology and select clays makes it =

: = sales@elaguilarooftiles.com
Net weight per-pallet 300 pieces | 2109 b possible to offer its customers higher quality and more beautiful tiles. 5
Net weight per-pallet 400 pieces 2812 Ib

0 e o MONTECARLO NEGRO BAQUELITA



Montecarlo

Madera

Etréisca

Montecarlo Terracota Montecarlo San Cristobal Montecarlo San David
TPMTN-1001 TPMTE-2006 TPMTE-2025

Montecarlo San Cristian Montecarlo Negro Baquelita Montecarlo Gris
TPMTF-5014 TPMTEM-4003 TPMTEM-4008

The high temperature firing

of natural clay products instill
unique color/shade variations
that may differ from illustrated.
Flashed tiles will have a broad
color range. Approval samples
are suggested.

(AFPAOVED
NOA PENDING

Montecarlo Blanco Cool Roof
TPMEM-4010

Montecarlo Santa Fé
TPMTF-5012

Montecarlo Gris Oxford
TPETEM-4009

Madera Terracota
TPMN-1001

Madera Santa Elisa
TPME-2026

Madera San Cristian
TPMF-5014

Madera San Cristobal
TPME-2006

Madera Madera
TPMEM-4007

Madera Negro Baquelita
TPMEM-4003

Madera San Pablo
TPME-2024

Madera Flameado Negro
TPMF-5004

The high temperature firing

of natural clay products instill
unique color/shade variations
that may differ from illustrated.
Flashed tiles will have a broad
color range. Approval samples
are suggested.

“APPROVED
NOA PENDING

Madera San David
TPME-2025

Madera Santa Fe
TPMF-5012

Etrusca Terracota
TPEN-1001

Etrusca Toscano Antique
TPEE-2012

Etrusca Santa Fé
TPEF-5012

Etrusca San Cristobal
TPEE-2006

Etrusca San David
TPEE-2026

Etrusca Negro Baquelita
TPEEM-4003

Etrusca Rojo Oxido
TPEE-2007

Etrusca Santa Elisa
TPEE-2026

The high temperature firing
of natural clay products instill
unique color/shade variations

that may differ from illustrated.

Flashed tiles will have a broad
color range. Approval samples
are suggested.

{MAMIDADE COUNTY
hOVED
NOA PENDING

Etrusca San Pablo
TPEE-2024

Etrusca Flameado Negro
TPEF-5004




